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Geochemical

Lab Report

Bandar-Oat, Inc.
12980 Wtei Cedar Dr.
LaMwdbd, Colorado 80228
(308) 1W«

BONDAR CliGG



Homlar-Clegg, Inc.
1298<) Wfesl Cedar Dr.
14ktw*od, Colorado 80228 
(V)3) '(to 1404

I

BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT*, 098-1622 ( COMPLETE ) REFERENCE INFO*. NONE LISTED

client: brohm mining corp. submitted by: j, barron

PROJECT: NONE LISTED DATE PRINTED: 19-DEC-88

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 50 0*002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 50 2 -150 50 Assay Prep 50

REMARKS? ETNA! RfSIU IS REPflRTFIU

REPORT COPIES TO: MR, JIM BARRON INVOICE TOJ MR. JIM BARRON

MR, JIM BARRON



. Inc.

12980 V*si Cedar Dr. 
LakooAi, Colorado 80228 
(30B19H&-WM

(*eochemical
Lab Report

BONDAR CLEGG

REPORT: 098-1622 project: none listed PASE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER units OPT

02 R88-521-0-5 0.036 02 R88-521-200-205 0.005
02 R88-521-5-10 0.030 02 RB8-521-205-210 0.004
02 R88-521-10-15 0.013 02 R88-521-210-215 0.009
02 R88-521-15-20 0.009 02 R88-521-215-220 0.007
02 R88-521-20-25 0.009 02 R88-521-220-225 0.006

02 R88-521-25-30 0.004 02 R88-521-225-230 0.003
02 R88-521-30-35 <0.002 02 R88-521-230-235 0.007
02 R88-521-35-40 0.008 02 R88-521-235-240 0.006
02 R88-521-40-45 0.005 02 R88-521-240-245 0.008
02 R88-521-45-50 <0.002 02 R88-521-245-250 0.006

02 R88-521-125-130 0.008
02 R88-521-130-135 0.012
02 R88-521-135-140 0.012
02 R88-521-140-145 0.007
02 R88-521-145-150 0.006

02 R9B-521-150-155 0.009
02 R88-521-155-160 0.009
02 R88-521-160-165 0.006
02 RS8-521-165-170 0.006
02 R88-521-170-175 0.005

02 RS8-521-175-180 <0.002
02 R88-521-180-185 0.004
02 RB8-521-185-190 0.008
02 R88-521-190-195 0,003
02 R88-521-195-200 0.004



RimUr-nrtx fc*.
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L^b Report
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Bondar-Clegg, Inc.

12980 West Cedar Dr. 
Lakewood, Colorado 80228 
(303) 989-1404

BC
BONDAR-CLEGG

Geochemical
Lab Report

REPORT! 098-1624 ( COMPLETE ) REFERENCE INFO', NONE LISTED

CLIENT! BROHM MINING CORP, SUBMITTED BY! J. BARRON
PROJECT: NONE LISTED DATE PRINTED! 6-JAN-89

NUMBER OF LOWER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 60 0.002 OPT Fire Assay
2 Au Gold 2 0,002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 60 2 -150 60 Assay Prep 60
Excessive Wetness 916

remarks: FINAL results are reported,

2 SEPARATE ASSAY RESULTS ARE REPORTED FOR
Tyn ggHFTFjrr

REPORT COPIES TO'. MR, JIM BARRON INVOICE TO! MR. JIM BARRON
MR. JIM BARRON

•
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Bondar-Clegg, Inc.
12980 West Cedar Dr. 

Lak.evuxxiC fado 80228 

08)9894404

Geochemical
tab Report

BONDAR-CLEGG

REPORT! 098-1625 { COMPLETE ) REFERENCE INFOt NONE LISTED

client: brohm mining corf, 
project: none listed

SUBMITTED BTI J. BARRON 
DATE PRINTED: 23-BEC-88

NUMBER OF LONER
ORDER ELEMENT ANALYSES DETECTION LIMIT EXTRACTION METHOD

1 Au Gold 53 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 53 2 -150 53 Assay Prep 53
Excessive Hetness 590
Sa»ple Pickup 1



(»eochemicaJ
Lab Report

ir-Cfej*. Inc.

12960 Wist Cedar Dr. 
Uk^ood.tolorado 80228 
1303)989-1401

BONDAR-CLEGG

REP«?T: 098-1625 project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-521-550-555 0.027 02 R88-521-750-755 0.021
D2 RSB-521-555-560 0.007 02 R88-521-755-760 0.022
D2 R88-521-560-565 0.009 02 R88-521-760-765 0.026
02 R88-521-565-570 0.012 02 R88-521-765-770 0.042
D2 R88-521-570-575 0.004 02 R88-521-770-775 0.041

02 R88-521-575-580 <0.002 02 R88-521-775-780 0.177
02 R88-521-580-585 0.009 1 02 R88-521-780-785 0.069
02 R88-521-585-590 <0.002 02 R88-521-785-790 0.045
02 R88-521-590-595 0.006 02 R88-521-790-795 0.011
02 R88-521-595-600 0.009 02 R88-521-795-800 0.003

02 R88-521-600-605 0.016 02 R88-521-800-805 0.008
02 R88-521-605-610 0.007 02 R88-521-805-B10 0.079
02 R88-521-610-615 0.010 02 R88-521-810-815 0.011
02 R88—521-615—620 0.011
02 R88-521-620-625 0.012

02 R88-521-625-630 0.018
02 R88-521-630-635 0.016
02 R88-521-635-640 0.011
02 R88-521-640-645 0.018
02 R88-521-645-650 0.010

02 R88-521-650-655 0.012
02 R88-521-655-660 0.008
02 R88-521-660-665 0.015
02 R88-521-665-670 0.009

02 R38-521-670-675 0.025

02 R88-521-675-680 0.021
02 R88-521-680-685 0.017
02 R88-521-685-690 0.015
02 R88-521-690-695 0.014
02 R88-521-695-700 0.028

02 R88-521-700-705 0.043
02 RB8-521-705-710 0.015
02 R88-521-710-715 0.017
02 R88-521-715-720 0.014
02 R88-521-720-725 0.012

02 R88-521-725-730 0.009
02 R88-521-730-735 0.022
02 R88-521-735-740 0.028
02 R88-521-740-745 0.021
02 R88-521-745-750 0.025



Bo«tar-( *)*. Inc.
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(Geochemical 
Lab Report

REFERENCE INFO! NONE LISTED

client: brohm mining corf. submitted by: j. barron

PROJECT: NONE LISTED DATE PRINTED! 23*DEC-88

ORDER ELEMENT
NUMBER OF 
ANALTSES

LOUER
DETECTION LIMIT EXTRACTION METHOD

-,L

1 Au Gold 50 0.002 OPT Fire Assay

SAMPLE TYPES NUMBER SIZE FRACTIONS NUMBER SAMPLE PREPARATIONS NUMBER

D DRILL CORE 50 2 -150 50 Assay Prep
Excessive Uetness

50
652

remarks: final results are reported.

REPORT COPIES TO! MR. JIM BARRON INVOICE TO! MR. JIM BARRON
MR. JIM BARRON

Roadiir-l leva*. Ini'-
12980 Wn ( edar Dr.

'
(3Q»«W4W

BONOAR CLEGG

REPORT: 098-1627 ( COMPLETE )



Buafer-Cltig. Ik.
12980 Met Cedar Dr 

LaioooJ, Cfkndo 80228 

<308 K4I9-1404

B0N0AR CLEGG

Geochemical
lab Report

REPORT! 098-1627 C project: none listed PAGE 1

SAMPLE ELEMENT Au SAMPLE ELEMENT Au
NUMBER UNITS OPT NUMBER UNITS OPT

D2 R88-521-815-820 0.012 02 R88-521-1015-1020 0.00?
02 R88-521-820-825 0.075 02 R88-521-1020- 023 0.018
02 R88-521-825-830 0.01? 02 RS8-521-1025-1030 0.02?
02 R88-521-830-835 0.020 02 R88-521-1030-1035 0.103
02 R88-521-835-840 0.031 02 R88-521-1035-1040 0.013

02 R88-521-840-S45 0.141 02 R88-521-1040-1045 0.015
02 R88-521-845-850 0.318 02 R88-521-1045-1050 0.006 /
02 R88-521-850-855 0.102 02 R88-521-1050-1055 0.009
02 R88-521-855-860 0.050 02 R88-521-1055-1060 0.019
02 R88-521-860-865 0.103 02 R88-521-1060-1065 0.009

02 R88-521-865-870
02 R88-521-870-875

0.143
0.079

02 R88-521-875-880 0.030
02 R88-521-880-885 0.013
02 R88-521-885-890 0.008

02 R88-521-890-895 0.008
02 R88-521-895-900 0.012
02 R88-521-900-905 0.005
02 R88-521-905-910 0.012
02 R88-521-910-915 0.017

02 R88-521-915-920 0.015
02 R88-521-920-925 0.032
02 R88-521-925-930 0.008
02 P88-521-930-935 0.012
02 R88-521-935-940 0.010-

02 R88-521-940-945 0.020
02 R88-521-945-950 0.022
D2 R88-521-950-955 0.026
02 R88-521-955-960 0.010
02 R88-521-960-965 0.011

02 R88-521-965-970 0.014
02 R88-521-970—975 0.014
02 R88-521-975-980 0.015
02 R88-521-980-985 0.015
02 R88-521-985-990 0.023

02 R88-521-990-995 0.020
02 R88-521-995-1000 0.032
02 R88-521-1000-1005 0.013
D2 R88-521-1005-1010 0.003
02 RS8-521-1010-1015 0.011
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